
Report No.: 065

No Parameter Result Unit Remarks

1 SiO2 65

2 Al2O3 15

3 CaO 1.5

4 Fe2O3 2.01

5 K2O 2.65

6 Na2O 3.1

7 MgO 2.75

8 TiO2 0.15

9 L.O.I 1.1

1 Water absorbtion 600

2 Sweling Index 22

3 Moisture 10<

4 Kation exchange capacity 63
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